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(g) In accordance with good manufac-
turing practice finished rubber articles 
intended for repeated use in contact 
with food shall be thoroughly cleansed 
prior to their first use in contact with 
food. 

(h) The provisions of this section are 
not applicable to rubber nursing-bottle 
nipples. 

(i) Acrylonitrile copolymers identi-
fied in this section shall comply with 
the provisions of § 180.22 of this chap-
ter. 

[42 FR 14572, Mar. 15, 1977] 

EDITORIAL NOTE: For FEDERAL REGISTER ci-
tations affecting § 177.2600, see the List of 
CFR Sections Affected, which appears in the 
Finding Aids section of the printed volume 
and on GPO Access. 

§ 177.2710 Styrene-divinylbenzene res-
ins, cross-linked. 

Styrene-divinylbenzene cross-linked 
copolymer resins may be safely used as 
articles or components of articles in-
tended for repeated use in producing, 
manufacturing, packing, processing, 
preparing, treating, packaging, trans-
porting, or holding food, in accordance 
with the following prescribed condi-
tions: 

(a) The resins are produced by the co-
polymerization of styrene with 
divinylbenzene. 

(b) The resins meet the extractives 
limitations prescribed in this para-
graph: 

(1) The resins to be tested are ground 
or cut into small particles that will 
pass through a U.S. standard sieve No. 
3 and that will be held on a U.S. stand-
ard sieve No. 20. 

(2) A 100-gram sample of the resins, 
when extracted with 100 milliliters of 
ethyl acetate at reflux temperature for 
1 hour, yields total extractives not to 
exceed 1 percent by weight of the res-
ins. 

(c) In accordance with good manufac-
turing practice, finished articles con-
taining the resins shall be thoroughly 

cleansed prior to their first use in con-
tact with food. 

§ 177.2800 Textiles and textile fibers. 
Textiles and textile fibers may safely 

be used as articles or components of ar-
ticles intended for use in producing, 
manufacturing, packing, processing, 
preparing, treating, packaging, trans-
porting, or holding food, subject to the 
provisions of this section. 

(a) The textiles and textile fibers are 
prepared from one or more of the fibers 
identified in paragraph (d) of this sec-
tion and from certain other adjuvant 
substances required in the production 
of the textiles or textile fibers or added 
to impart desired properties. 

(b) The quantity of any adjuvant sub-
stance employed in the production of 
textiles or textile fibers does not ex-
ceed the amount reasonably required 
to accomplish the intended physical or 
technical effect or any limitation fur-
ther provided. 

(c) Any substance employed in the 
production of textiles or textile fibers 
that is the subject of a regulation in 
parts 174, 175, 176, 177, 178 and § 179.45 of 
this chapter conforms with any speci-
fication in such regulation. 

(d) Substances employed in the pro-
duction of or added to textiles and tex-
tile fibers may include: 

(1) Substances generally recognized 
as safe in food. 

(2) Substances subject to prior sanc-
tion or approval for use in textiles and 
textile fibers and used in accordance 
with such sanction or approval. 

(3) Substances generally recognized 
as safe for use in cotton and cotton fab-
rics used in dry-food packaging. 

(4) Substances that by regulation in 
this part may safely be used in the pro-
duction of or as a component of tex-
tiles or textile fibers and subject to 
provisions of such regulation. 

(5) Substances identified in this para-
graph (d)(5), subject to such limitations 
as are provided: 

List of substances Limitations 

(i) Fibers: 
Cotton.
Polyethylene terephthalate complying in composition with 

the provisions of § 177.1630(e)(4)(ii).
For use only in the manufacture of items for repeated use. 

Rayon.
(ii) Adjuvant substances: 

Aluminum stearate.
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